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Functional hybrid materials based on magnesium 
lignosulfonate and silica were obtained and characterized. 
Magnesium lignosulfonate is a common waste product of the wood 
pulp industry, while silica is a well-known inorganic material with 
exceptional physicochemical properties. In this study, silicas with a 
spherical particle shape were synthesized using a sol-gel method 
and alternatively in a nonpolar medium. Silica was found to 
improve the thermal and electrokinetic properties of the final 
products. The resulting lignosulfonate/silica hybrid materials were 
analyzed with the use of advanced techniques and measuring 
methods: scanning electron microscopy, a laser diffraction method 
enabling particle size measurements, Fourier transform infrared 
spectroscopy, elemental analysis, thermogravimetry, electrophoretic 
light scattering, zeta potential measurements, low-temperature 
nitrogen sorption, and colorimetric analysis. The results enabled the 
hybrid materials to be characterized from the point of view of 
potential applications in various branches of industry (for example 
as polymer fillers, electroactive blends and biosorbents). We 
additionally indicate new methods for the utilization of waste 
products, a category to which lignosulfonate certainly belongs.  
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1. INTRODUCTION 
 
The combining of organic and inorganic materials to obtain novel 

and functional hybrids is a topic of growing importance. Many such 
materials are synthesized with the use of natural macromolecules such as 
cellulose [1–3], lignin [4–6] or lignosulfonate [7–8]. 

An inorganic product frequently used in the preparation of 
multifunctional hybrid materials is silica. Silicon dioxide possesses some 
extraordinary physicochemical, electrokinetic, thermal and other 
properties which make it useful in the field of synthesis of hybrid 
materials. Silica can be obtained via several methods, of which the most 
important are the sol-gel method [9–11], precipitation from an aqueous 
solution of sodium silicate in polar [12, 13] and nonpolar [14, 15] media, 
the pyrolysis method [16], and others. Various methods make it possible 
to synthesize silica products with defined physicochemical properties, 
suitable for different applications.  

Lignosulfonates (LS) are natural polymers formed in the process of 
separation of lignin from cellulose fibers in the sulfide method or in the 
sulfate dissolution process, called the kraft process [17, 18]. LS have the 
highest molecular mass among technical lignins. They form particles with 
a high degree of crosslinking, and hence the structures formed by them 
are very complex. The properties of LS result from the presence of 
hydrophilic groups, including strongly acidic sulfonate and hydroxyl 
groups, as well as hydrophobic groups originating from the aromatic rings 
and aliphatic chains which form the basis of the lignin structure [19, 20]. 
Hydrophobic groups construct the core of the compound, forming 
spherical or ellipsoidal structures. Aromatic rings stabilize the structure of 
the macromolecule. Owing to the presence of both hydrophilic and 
hydrophobic groups, lignosulfonates have become an interesting subject 
of research. Lota and Milczarek [21] suggested the use of LS for the 
construction of capacitors. They improve the resistance of electrodes to 
the humidity of the environment. The results of their experiment showed 
that LS increased the capacitance of the device. LS can also be utilized in 
the production of electrochemical sensors or biosensors [21]. LS can be 
applied as an adhesive prepared based on phenol-formaldehyde resins. In 
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relation to the utilization of phenol, which is toxic and whose price 
depends on fluctuations in the gas market, interest in the use of 
lignosulfonates is certainly justified [22]. LS are good dispersive agents, 
for example to disperse dyes or carbon black [20]. Moreover, they can be 
used as cleaning agents due to their surface active properties. When used 
as an ingredient in concrete, cement or gypsum, LS act as natural 
plasticizers or superplasticizers and improve the rheological properties of 
the mixtures. They can also be used as additives in other building 
materials such as bricks and gypsum cardboard plate, and limit the water 
content of the materials [23]. Use of LS in combination with fish gelatin 
improves the mechanical properties and mechanical performance of 
composite foil [7]. Due to their anti-oxidizing properties, LS are useful 
components of food packaging materials, offering low toxicity and 
resistance to water activity [7]. Lignosulfonates have also been applied as 
an additive to drilling fluid in order to improve the effectiveness of oil 
extraction. Due to their adsorptive and surface active properties these 
materials cause the agglomeration of dust particles, which then precipitate 
and can be easily collected. This reduces the quantity of dust formed and 
improves working conditions [24]. By means of the appropriate reactions, 
lignosulfonate can be transformed into vanillin – a substance used in the 
food and pharmaceutical industries and in cosmetics. Interest in the 
production of synthetic vanillin results from the unstable situation on the 
market for extraction of natural vanillin [25]. The surface active 
properties of LS have been used in materials serving as additives to 
pesticides used in plant protection. Much research has been devoted to 
investigation of the toxicity of surfactants on plants. Roszyk et al. [26] 
studied the impact of lignosulfonate as a surfactant agent in pesticides on 
tomato and cauliflower. The results of their experiment showed that the 
biopolymer does not cause phytotoxicity and that the plants tolerate the 
material even in large amounts. 

We report here the results of an experiment in which magnesium 
lignosulfonate, a renewable biopolymer formed in the process of paper 
production, was interconnected with silica, an inorganic material with 
defined physicochemical and structural properties. By means of the 
interconnection process we obtained a new group of products with 
improved parameters, which can be applied in various fields of industry. 
The resulting magnesium lignosulfonate/silica hybrid materials were 
analyzed to determine key physicochemical, dispersive-morphological, 
electrochemical and other parameters. 
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2. EXPERIMENTAL 

 
2.1. Materials used for the preparation of organic/inorganic products 

2.1.1. Magnesium lignosulfonate 

Magnesium lignosulfonate (MLS) was used in the form of a dense 
liquid at 55% concentration (VIANPLAST 55, BIOTECH Lignosulfonate 
Handels-GesmbH, Austria). VIANPLAST lignosulfonates are thickened 
sulfite waste liquors having the sugar content removed. Their basic 
component consists of magnesium salts of lignosulfonic acids, formed by 
the decomposition of the non-cellulose part of wood. They have a wide 
range of industrial applications, for example as a plastifying agent in 
mortar and concrete mixtures, and as a binder in ceramics manufacturing. 

 
2.1.2. Stöber silica 

Stöber silica (SS) was synthesized by a sol-gel method involving 
simultaneous hydrolysis and condensation of tetraethoxysilane TEOS 
(analytical grade; Sigma-Aldrich, Germany) in a medium of 95% ethyl 
alcohol (analytical grade; Chempur, Poland) and 25% ammonia 
(analytical grade; Chempur, Poland).  

A simplified diagram of the technological process of sol-gel silica 
preparation appears in Fig. 1. A detailed description of this method of 
silica synthesis is presented in earlier published work [11]. 
 

 
 
Fig. 1.  Technological process for the production of silica by the sol-gel method  
 (1 – container, 2 – pump, 3 – reactor, 4 – vacuum filter, 5 – convection  
 dryer). 
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2.1.3. Emulsion silica 

Emulsion silica (ES) – precipitated in a nonpolar media – was 
obtained using sodium silicate as the precursor of SiO2, with hydrochloric 
acid as precipitating agent and cyclohexane as solvent. Figure 2 shows a 
simplified diagram of the technological process of silica synthesis in a 
non-polar media. A detailed description of this method of silica 
precipitation and characterization of its product appear in previously 
published papers [6, 15]. 

 

 
 

Fig.  2. Technological process for the production of silica in a nonpolar media  
 (1 – mixing device, 2 – vacuum evaporator, 3 – vacuum filter,  
 4 – convection dryer). 

 

2.2. Preparation of hybrid materials from magnesium lignosulfonate and 

silica precursors 

To obtain magnesium lignosulfonate/silica hybrid materials (Fig. 3) 
an appropriate quantity of magnesium lignosulfonate was first placed in a 
reactor with 100 cm3 of distilled water. The aqueous solution of 
lignosulfonate derivative underwent constant stirring (1200 rpm) for 
about 30 min with the use of a high-speed mixer (Eurostar IKA-Werke 
GmbH & Co. KG, Germany). In the next step, 5 g of inorganic support 
(Stöber silica or emulsion silica) dispersed in 100 cm3 of water was added 
to the lignosulfonate solution. The system was then homogenized for 2 h. 
After this time the product (magnesium lignosulfonate/SiO2 hybrid) was 
placed in a vacuum evaporator (Büchi Labortechnik AG, Switzerland) in 
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order to evaporate the solvent. The final product was dried in a stationary 
dryer (Memmert, Germany) at 105°C for about 12 h. 

 

 
 
Fig. 3.  Technological scheme of preparation of magnesium lignosulfonate/silica  
 hybrid material – simplified technological process (1 – mixing device,  
 2 – pump, 3 – reactor, 4 – vacuum evaporator, 5 – convection dryer). 

 

2.3. Evaluation of physicochemical properties 

The particle size distribution of the hybrid materials was determined 
in the range 0.2–2000 µm using a Mastersizer 2000 (Malvern Instruments 
Ltd., UK) employing the laser diffraction scattering method, and their 
morphology was analyzed using scanning electron microscope (SEM) 
images taken on a Zeiss EVO40 microscope (Germany). Before testing, 
the samples were coated with Au for a time of 5 sec using a Balzers 
PV205P coater. 

The presence of the functional groups was investigated by means of 
Fourier transform infrared spectra (FTIR), recorded on a Vertex 70 
spectrometer (Bruker, Germany). Here the materials were analyzed in the 
form of tablets, made by pressing a mixture of anhydrous KBr  
(ca. 0.1 g) and 1 mg of the tested substance in a special steel ring under  
a pressure of approximately 10 MPa. 

Elemental contents of the products were established with the use of a 
Vario EL Cube instrument (Elementar Analysensysteme GmbH, 
Germany), which is capable of registering the content of carbon, 
hydrogen, and sulfur in samples following high-temperature combustion.  

The electrokinetic behavior of the materials was evaluated on the 
basis of zeta potential measurements made on a Zetasizer Nano ZS 
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(Malvern Instruments Ltd., UK) using the electrophoretic light scattering 
technique (ELS). The measurements were performed in a 0.001 M 
solution of NaCl. 

Porous structure properties of the hybrid materials were obtained by 
determination of the BET surface area, total pore volume and mean pore 
size calculated by the BJH method. Relevant measurements were made on 
an ASAP 2020 instrument (Micromeritics Instrument Co., USA). 

A thermogravimetric (TG) analyzer (Jupiter STA 449F3, Netzsch, 
Germany) was used to investigate the thermal stability of the samples. 
Measurements were carried out under flowing nitrogen (10 cm3/min) at a 
heating rate of 10 °C/min over a temperature range of 25–1000°C, with 
an initial sample weight of approximately 5 mg. 

Colorimetric analyses of the samples were made using the CIE 
L*a*b* system and a Specbos 4000 spectrophotometer (Technische 
Instrumente GmbH, Germany). The three coordinates of the CIE L*a*b* 
system represent the lightness of the color (L* = 0 yields black and 
L* = 100 indicates diffuse white; specular white may be higher), its 
position between red/magenta and green (a*, negative values indicate 
green while positive values indicate magenta), and its position between 
yellow and blue (b*, negative values indicate blue and positive values 
indicate yellow). 

 
 

3. RESULTS AND DISCUSSION 
 

3.1. SEM images and dispersive properties 

The particles of silica used in the experiment exhibited a relatively 
high uniformity and regular, spherical shape. The dispersive parameters 
given in Table 1 provide confirmation of this uniformity. It can be seen 
from the table that for the silica obtained via the sol-gel method, 10% of 
particles by volume have a diameter less than 5.7 µm, 50% less than  
12.1 µm, and 90% up to 22.6 µm. Similarly good parameters were noted 
for the silica obtained in nonpolar media. The SEM microphotographs  
(Fig. 4) also show the dispersive-morphological uniformity of the 
particles. Although the silicas used in the experiment did not demonstrate 
a significant tendency to agglomerate, in the case of the hybrid materials 
the tendency towards agglomeration was higher. The dispersive 
parameters of the analyzed hybrid materials indicate that the products 
tend to agglomerate more as the magnesium lignosulfonate content in the 
material increases (see Table 1). Similar results were obtained in earlier 
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studies in which different kinds of silica and kraft lignin were used  
[5, 27]. 

 
Table 1. Dispersive properties of magnesium lignosulfonate/SiO2 hybrid  
    materials and the pure precursors used in their production. 

Type  
of  SiO2 
synthesis 

Content of MLS in 
relation to the silica 

matrix 
(wt./wt.) 

Dispersive properties 

d(0.1) d(0.5) d(0.9) D[4.3] 

sol-gel 
method 

3 4.3 10.8 21.5 11.9 
20 4.3 10.6 20.3 11.5 
50 4.7 11.8 28.3 14.1 

nonpolar 
media 

3 4.0 16.8 38.7 19.0 
20 4.3 25.6 45.3 26.3 
50 5.4 28.3 49.7 27.7 

Stöber silica (SS) – sol-gel method 5.7 12.1 22.6 13.3 
Emulsion SiO2 (ES) – nonpolar media 4.1 17.3 39.5 19.9 

Magnesium lignosulfonate (MLS) 8.7 45.3 85.9 49.7 

 

 

Fig. 4.  SEM microphotographs of Stöber silica – SS (a), emulsion silica – ES  
 (b), magnesium lignosulfonate – MLS (c), SS + 20 wt./wt. of MLS (d),  
 and ES + 20 wt./wt. of MLS (e). 
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3.2. FTIR spectroscopy evaluations 

The signals generated by specific functional groups in the supports 
and in the hybrid materials are presented in detail in Table 2. 

 
Table 2. Vibrational wavenumbers (cm–1) obtained from magnesium 

lignosulfonate (MLS), Stöber and emulsion silicas (SS and ES), 
MLS/SS and MLS/ES products. 

MLS SS/ES MLS/SS MLS/ES 
Vibrational 
assignment 

– 3648 3648 – Si–OH stretching 

3420 3460 3450 3445 O–H stretching 

2937 – 2940 2943 
CH3+CH2 

stretching 

– 1680 1680 1680 
H2O (physically 
adsorbed water) 

1602 

1515 

1416 

– 
1603 
1516 
1418 

1605 
1518 
1420 

C–C, C=C 
(aromatic 
skeleton), 
stretching 

1158 – overshadowed overshadowed C–O stretching 

1124 – overshadowed overshadowed 
C–O–C (ring),  
C–O stretching 

– 1105 1105 1105 Si–O–Si stretching 

1044 – overshadowed overshadowed 
CH (aromatic) 

stretching 

– 989 991 993 
Si–O assymetric 

stretching 

– 860 862 865 
Si–O symetric 

stretching 

823 – overshadowed overshadowed 
Aromatic C–H 
(guaiacyl unit), 

bending 

769 – – – 
CH (aromatic) 

bending 
653 – 655 657 CHx deformating 

621 – 621 621 
SO2OH (sulfonic 

groups), stretching 
530 – 535 535 CHx bending 
– 469 472 475 Si–O bending 
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Fig. 5. FTIR spectra of precursors (a), and of silica/lignosulfonate hybrid  
 materials based on Stöber (b) and emulsion (c) silicas. 
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In the spectra of the hybrid materials based on silica synthesized via 
the sol-gel method (Fig 5a), characteristic bands of the support as well as 
of magnesium lignosulfonate are visible. Bands are found at 
wavenumbers 1602, 1515 and 1416 cm–1 and originate from stretching 
vibrations of carbon-carbon bonds in the aromatic ring [28]. Other 
signals, characteristic of the lignosulfonate precursor, occur in the range 
1158–1044 cm–1. However, these bands are covered by an intense band 
originating from silica with maximum at 1105 cm-1. Signals at 653 and 
530 cm–1 are also visible; these originate from various vibrations of CHx 
groups contained in the magnesium lignosulfonate [29]. Additional 
confirmation of the effective synthesis route of the hybrid materials is 
provided by the band with maximum at wavenumber 621 cm–1, generated 
by the sulfonate group (SO2OH) – Fig. 5b [30]. It is noteworthy that with 
an increase in the weight contribution of magnesium lignosulfonate in the 
hybrid material, the peaks characteristic of that precursor intensify. This 
is particularly visible for bands originating from aromatic fragments and 
in the case of the signal generated by hydroxyl groups at 3450 cm–1. Also 
significant is the shift of the bands originating from lignosulfonate toward 
higher wavenumber values. This effect most likely results from the 
formation of hydrogen bonds between the silica support and magnesium 
lignosulfonate. 

A similar situation is observed in the case of hybrid materials 
prepared with the use of a silica support synthesized in nonpolar media 
(Fig. 5c). Although the same signals are visible as in the case of sol-gel 
silica, their shift toward higher wavenumbers (relative to pure magnesium 
lignosulfonate) is greater, suggesting that a larger quantity of hydrogen 
bonds were formed. Also the intensity of the visible signals, in 
comparison with sol-gel silica, is greater. This observation indicates the 
higher content of lignosulfonate in the obtained material, additionally 
confirmed by the higher number of hydrogen bonds. The intensity also 
increases with increasing weight contribution of the lignosulfonate 
precursor in the hybrid materials. 

 
3.3. Elemental analysis  

The effectiveness of the synthesis of lignosulfonate/silica hybrid 
materials was confirmed by investigation of the content of elemental 
carbon, hydrogen and sulfur (see Table 3). The trace amounts of carbon 
and hydrogen in the analyzed silicas are certainly due to the presence of 
unreacted and/or unwashed reagents. The percentage content of elements 
in the magnesium lignosulfonate confirms its hydrophobic–hydrophilic 
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properties, i.e. the presence of sulfur originating from sulfonate groups, 
and on the other hand the presence of carbon and hydrogen originating 
from the phenylpropane structure of lignin.  

Elemental analysis of the magnesium lignosulfonate/silica hybrid 
materials confirmed the effectiveness of the proposed synthesis method. It 
is easily observable that with an increase in the lignosulfonate content in 
the hybrid materials, the recorded quantities of carbon, hydrogen and 
sulfur also increase. More effective interconnection of SiO2 with MLS 
was observed for emulsion silica (similar conclusions were drawn from 
the analysis of FTIR spectra and colorimetric data). 

 
Table 3. Elemental content of carbon, hydrogen and sulfur in magnesium 

lignosulfonate/silica hybrid materials and in the precursors used. 

Type  
of  SiO2 
synthesis 

Content of magnesium 
lignosulfonate in relation to 

the silica matrix 
(wt./wt.) 

Elemental content (%) 

C H S 

sol-gel 
method 

3 1.31 1.46 0.19 
20 3.76 1.79 0.64 
50 7.89 2.32 1.58 

non-polar 
media 

3 3.03 1.96 0.25 
20 5.97 2.32 0.73 
50 9.58 2.75 1.65 

Stöber silica (sol-gel method) – 1.30 – 
Emulsion silica (non-polar media) 2.62 1.89 – 

Magnesium lignosulfonate 37.19 4.94 4.00 

 

3.4. Electrokinetic stability evaluations  

Figure 6 shows the dependency of zeta potential on the pH of the 
prepared silicas, magnesium lignosulfonate and hybrid materials. Figures 
6a and 6b show results of the products based on Stöber silica and 
emulsion silica, respectively. The measurements were carried out over a 
wide range of pH values, from 1 to 11. 

Magnesium lignosulfonate is a derivative of lignin containing the 

additional sulfonate group SO3
–
. The electrokinetic potential of 

magnesium lignosulfonate, regardless of the pH, is always negative and 
ranges from –13 mV at the lowest pH down to –35 mV at the highest pH 
[32]. This is caused by the presence of a number of hydroxyl, carboxylic 
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and sulfonate groups in the structure of the biopolymer. These functional 
groups are of acidic character, and during dissolution generate a negative 
charge [33, 34]. 

 

Fig.  6. Zeta potential vs. pH of magnesium lignosulfonate/SiO2 hybrid materials  
 based on Stöber silica (a) and emulsion silica (b). 

 
The electrokinetic properties of silicon dioxide differ depending on 

the route of synthesis. The isoelectric point of emulsion silica (Fig. 6b) 
occurs at pH = 1.7, and the zeta potential has negative values. In the case 
of Stöber silica synthesized via the sol-gel method, IEP = 4.5 (Fig. 6a). 
The electrokinetic potential is positive in acidic conditions, but decreases 
with increasing pH, reaching a minimum value of –52 mV. It was 
observed that the colloidal system of both emulsion and Stöber silica is 
stable in neutral and basic conditions (values of the zeta potential are 
clearly smaller than –30 mV). These differences were discussed in greater 
detail in previous work [5]. 

Interconnection of emulsion silica (Fig. 6b) with magnesium 
lignosulfonate produced a material with variant properties differing from 
the initial materials [35, 36]. Over the whole of the studied pH range, the 
electrokinetic potential of the hybrid materials takes negative values 
(isoelectric points do not occur), and decreases even more with an 
increase in the alkalinity of the environment. A similar relationship was 
observed for hybrid materials based on Stöber silica (Fig. 6a). The 
examined dispersive systems of all of the products are stable in weak 
acidic, neutral and basic conditions. Lower values of zeta potential, which 
might indicate coagulation of the systems, were recorded only in strong 
acidic conditions (the values of the electrokinetic potential of the products 
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at the lowest measured point of the pH scale equal to 1.7, depending on 
the magnesium lignosulfonate content, ranged from about –10 to  
–20 mV). The shapes of the electrokinetic curves of the hybrid materials 
are similar, with slight differences connected with the magnesium 
lignosulfonate content in the final product and the type of silica used. 

 
3.5. Parameters of porous structure 

Investigation of the porous structure parameters involved 
determination of the values of BET surface area, total pore volume and 
mean size of pores. Spherical silicas have low BET surface area, 
particularly SiO2 obtained via the sol-gel method, for which the BET 
surface area was found to be 7 m2/g. The BET surface area of emulsion 
silica was six times higher than this, although compared with other types 
of silica (see for review [37, 38]) the value is still not significant. The 
lowest value of BET surface area, equal to 1 m2/g, was recorded for 
magnesium lignosulfonate. Interestingly, during the adsorption of 
substances on the surface of the hybrid materials it is not BET surface 
area that is crucial, but the nature and quantity of various functional 
groups present on the surface of the biopolymer. A very interesting, 
although expected, observation concerned the change in porous structure 
parameters depending on the magnesium lignosulfonate content in the 
materials. The higher the content of lignosulfonate, the lower the BET 
surface area. Similar behavior was found for the parameters of total pore 
volume and average size of pores – the differences are shown in Table 4. 
 
Table 4. Porous structure parameters of magnesium lignosulfonate/silica 

hybrid materials and of the precursors used (MLS and two types 
of SiO2).  

Type  
of  SiO2 
synthesis 

Content of kraft 
lignin in relation 

to the silica 
matrix 

(wt./wt.) 

BET  
surface 

area 
(m2/g) 

Total 
volume  
of pores 
(cm3/g) 

Mean size  
of pores 

(nm) 

sol-gel 
method 

3 3 0.002 3.1 
20 2 0.002 3.4 
50 1 0.001 2.4 

non-polar 
media 

3 34 0.026 3.1 
20 26 0.019 2.9 
50 17 0.012 2.8 
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Cont. Table 4. 

Stöber silica (sol-gel method) 7 0.007 2.8 
Emulsion silica (non-polar media) 42 0.167 3.3 
Magnesium lignosulfonate (MLS) 1 0.001 11.4 

 

3.6. Thermal analysis 

Thermal analysis allowed several conclusions to be drawn 
concerning the pure precursors as well as the final hybrid materials (see 
Fig. 7).  

 

Fig.  7. Thermal analysis of the magnesium lignosulfonate and silicas used (a) 
 and of  lignosulfonate/silica hybrid materials based on Stöber silica (b) 
 and emulsion silica (c). 

Silica has very high thermal stability, and mass loss during heating is 
minimal, about 7–8%. The mass loss is connected with the presence of 
adsorbed water on the surface of the material, as confirmed by the FTIR 
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spectra. This observation was also reported in our previous work, in 
which other types of silica were used [37]. As regards the thermal 
analysis of magnesium lignosulfonate, the mass loss over the temperature 
range 25–1000°C is significantly higher and reaches 60%. Similar results 
were observed for kraft lignin, and detailed results appear in [37]. In line 
with expectations, the resulting lignosulfonate/silica hybrid materials 
exhibited relatively good thermal stability. It is noteworthy, first, that with 
an increase in the lignosulfonate content in the hybrid material the 
thermal stability of the product decreases slightly. Secondly, products 
based on emulsion silica exhibit slightly better thermal properties than 
those obtained using sol-gel silica. The good thermal stability of 
lignosulfonate/silica materials certainly allows them to be applied in 
various branches of industry, including as a filler in polymer processing.  

3.7. Colorimetric parameters 

Colorimetric analysis supplies basic data regarding the color of the 
obtained hybrid materials and the precursors used. This is of key 
significance for future research concerning specific applications of the 
materials, e.g. as polymer fillers. The measurements showed that the 
lowest parameter of lightness L* was that of magnesium lignosulfonate, 
which also had the highest values of the parameters a* = 12.16 (related to 
red color content) and b* = 26.92 (related to yellow color content). 
Silicas, due to their white color, have high values of the lightness 
parameter L*: 93.71 and 93.23 for Stöber and emulsion silica 
respectively. Significant changes were observed in the analysis of 
colorimetric data and digital photographs (see Fig. 8) of the 
lignosulfonate/silica hybrid materials, although the changes are more 
marked for materials containing emulsion silica.  

This most likely suggests that the interconnectivity of lignosulfonate 
with emulsion silica is better than with silica obtained via the sol-gel 
method. This conclusion is supported by observations already mentioned 
in the descriptions of the FTIR spectra (see Fig. 5) and elemental analysis 
(see Table 3). Most importantly in the context of this research, with 
increasing content of magnesium lignosulfonate the products obtained 
become more and more brown. This fact has important practical 
significance for tests of applications of the materials. It may represent 
something of a limitation, in terms of esthetic considerations, in the case 
of colorless products or those with low color saturation. 

 
 



Lignosulfonate as a byproduct of wood pulp production: A potential precursor… 63

 

Fig.  8. Colorimetric data and digital photos of precursors and hybrid materials  
 based on Stöber (a) and emulsion (b) silica. 

 
 

4. CONCLUSIONS 
 

Based on inexpensive, renewable magnesium lignosulfonate, 
generated as a waste product of the sulfonate process of wood dissolution, 
and silicas synthesized via two different methods, hybrid materials have 
been obtained. 

The dispersive-morphological properties of these materials were 
determined. The synthesized products possess spherical and regular 
particles, which with an increase in the lignosulfonate content of the 
hybrid matrix tend to aggregate and agglomerate. 

The effectiveness of interconnection of lignosulfonate with silica was 
confirmed by FTIR spectroscopy, and indirectly by elemental analysis. 
The results indicate that hydrogen interactions take place between the 
precursors. 

With a view to establishing their industrial utility, a number of 
analyses were carried out to determine various parameters of the 
materials. They were found to have high electrokinetic and thermal 
stability, as well as defined porous structure and color parameters. All of 
the data obtained will contribute to the identification of the most suitable 
applications of the prepared materials in various fields, which will be a 
topic of future publications. 
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